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Thickness Gauge is used to determine if the aggregate particles are to be considered as fl aky, i.e. their thickness is less 

than 0.6 of their nominal size. 

The aggregate to be classifi ed is separated into seven sieve fractions from 6,3 to 63 mm.

Slot sizes are 4.9 x 30 mm, 7.2 x 40 mm, 10.2 x 50 mm, 14.4 x 60 mm, 19.7 x 80 mm, 26.3 x 90 mm and 33.9 x 100 mm. 

PRODUCT MODEL

TMA-1180 | Flakiness Thickness Gauge 

STANDARDS

BS 812-105.1 

DESCRIPTION

TECHNICAL SPECIFICATIONS

Manufacturer : TESTMAK INS.LAB.MAK.SAN.VE TİC. PAZ. ITH. IHR. LTD. STI

Country of Origin : TURKEY

Product name: Flakiness Thickness Gauge

Code of product: ТМA-1180

INFORMATION
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