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Length Gauge is used for determining the elongation index of aggregates. The particle is elongated when its length is 

more than 1.8 o the midsize of the sieve fraction. The aggregate to be classifi ed is separated into six sieve fractions from 

6.3 to 50 mm and each fraction is examined separately. 

PRODUCT MODEL

TMA-1250 | Length Elongation Gauge

STANDARDS

BS 812-105.2  

DESCRIPTION

TECHNICAL SPECIFICATIONS

Manufacturer : TESTMAK INS.LAB.MAK.SAN.VE TİC. PAZ. ITH. IHR. LTD. STI

Country of Origin : TURKEY

Product name: Length Elongation Gauge

Code of product: ТМA-1250

INFORMATION



Length Elengat�on Gauge

Koca S�nan Industr�al S�tes 1183 Street No: 

40 06370 OSTIM / ANKARA / TURKEY

Webs�te : www.testmak.com

E-Ma�l    : �nfo@testmak.com

Telephone : +90 312 395 36 42

Fax           : +90 312 395 36 01

Koca S�nan Industr�al S�tes 1183 Street No: 

40 06370 OSTIM / ANKARA / TURKEY

Webs�te : www.testmak.com

E-Ma�l    : �nfo@testmak.com

Telephone : +90 312 395 36 42

Fax           : +90 312 395 36 01


